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Abstract: Continuous metalized regenerated cellulose fibers for advanced applications (e.g., multi-functional
composites) are produced by electroless copper plating. Copper is successfully deposited on the surface of
cellulose fibers using commercial cyanide-free electroless copper plating packages commonly available for the
manufacturing of printed wiring boards. The deposited copper was found to enhance the thermal stability,
electrical conductivity and resistance to moisture uptake of the fibers. On the other hand, the chemistry
involved in plating altered the molecular structure of the fibers, as was indicated by the degradation of their
mechanical performance (tensile strength and modulus).
Keywords: cellulose; functionalization; copper coating; continuous fibers; electroless plating

1. Introduction
Regenerated cellulose fibers (RCFs) are man-made fibers from naturally occurring cellulose that is
spun-formed into continuous, uniform cross-sectional fibers with rather stable physical properties [1].
When compared with natural plant fibers, the properties of RCFs are more application-tunable and less
dependent on the cellulose source or the growing–cultivation conditions. Considering their natural
origin and end-of-life disposal, the latest generations of these fibers are more environmentally friendly
than the conventional fibers [2,3] used in composites (e.g., glass, carbon) or in textiles (e.g., polyester,
polyamide). RCFs are commercially available and are used in various applications with increasing
interest in the research and development sectors to improve their performance for use in composites as
a reinforcement [4]. In order for these materials to be used in advanced applications, however, not
only does their mechanical performance need to be improved, but the addition of new functionalities
has also become essential. This can boost their potential limits and suitability for a wider range
of applications.
Wearable electronics and electronic casings are examples of applications where electrically
conductive functional fabrics are in high demand. The design of conductive cellulose fibers has
been approached differently by researchers, for example via the incorporation of graphene during
the spinning process of the fiber production [5], or dip-coating the fibers with carbon nanotubes [6].
However, a simpler and more convenient way to achieve conductivity is the use of electroless metal
plating on the surface of the fibers. The use of electroless plating to produce conductive cellulose
fibers has been reported in the literature, for example in the deposition of a thin layer of copper for
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microwave applications [7], and in the coating of ferromagnetic material to produce ferromagnetic
cellulose microfibers [8] for various electronics applications. Electroless metal coating is very simple
and matured process for various applications, such as printed electronics. However, experimental
parameters such as the temperature, concentration, and pH of the involved chemistry have a great
influence on the properties of the substrate-fibers and the quality of the coating [9]. The reason for this
is that the chemical treatment not only modifies the surface but also alters the chemical structure of
the cellulose fibers [10]. Recent studies used the approach to produce copper conductive layers on
non–conductive lyocell fabrics. This involved preliminary surface activation through silver seeding
and bath composition containing HCHO and C4 H5 KO6 at different concentrations [11]. Despite the
resulting overall conductive fabric, the risk of losing connectivity at the crossover points between the
wrap and the weft is the primary disadvantage of coating fabric rather than individual bundles.
Moreover, the abovementioned and other studies have presented the possibility of coating RCFs
with copper to make them conductive, but none of them have addressed the effect of the electroless
plating process on their mechanical performance. Thus, this paper studies copper-coated RCFs
produced using the electroless process, along with evaluating the effect of different immersion times in
a Cu-plating bath on the electrical and mechanical properties of the fibers, including the quality of the
coating. The process might be directly incorporated in the production of weaves to make conductive
fabric on an industrial scale.
2. Materials and Methods
Bundles of regenerated cellulose fibers (Cordenka 700 Super 3 from Cordenka GmbH, Obernburg,
Germany) of 50 mm length were used in this study. The fibers have a semi-circular cross-section
of diameter about 12.5 µm. The chemicals used for the electroless plating (perfekto-PEC660) were
commercially available solutions from JKEM international, Sweden. Such packages are well known to
be optimized for better conductivity, deposited thickness, and adhesion for specific substrate materials.
2.1. Fiber Plating
The process consisted of four main steps in the following sequence: First, the fibers were dipped
in a 1:4 Pre DIP Alkaline Catalyst System (ACS) 73 to de-ionized water solution at a pH of 11–12 for
1 min at 25 ◦ C. Second, they were treated in a bath of 1:4 parts of catalyst ACS 74 to de-ionized water at
a pH of 11.5–12.5 for 5 min at 40 ◦ C, followed by two washes with de-ionized water for 1 min per wash.
Then, a reducing bath containing 0.5 L reducer ACS 75, 98 L deionized water and a 2 Kg of Boric acid
was used at 25–30 ◦ C and a regulated pH of 7 into which the fibers were immersed for 0.5 to 1 min and
washed twice with deionized water for 1 min each time. In the last step, a copper-plating solution bath
was made up with Perfekto Electroless Copper (PEC) 660 components and de-ionized water in the
following ratios: 80 de-ionized water, 7.5 PEC 660 A, 5 PEC 660 M, 8 PEC 660 B with the mentioned
sequence and accompanied by continuous agitation. The immersion time in the last bath was varied:
15, 30, 45, 60, and 90 min.
2.2. Characterization
Microscopy on individual fibers and cross-sections of bundles was performed using a Nikon
Eclipse MA200 optical microscope (OM) (Nikon Corporation, Tokyo, Japan) and JEOL JCM-6000
Neoscope scanning electron microscope (SEM) (JEOL technics LTD, Tokyo, Japan). Coated bundles
were mounted in an epoxy resin, polished, and their cross-section was investigated. Analysis of the
area fraction was performed by separating the components into fractions based on the color contrast.
The coating thickness was determined by selecting a coated fiber randomly and averaging the measured
thickness at eight radial points. The thickness at the points where the coating was missing was set to
zero. The maximum thickness was also based on this random selection and may not represent the
actual maximum thickness.
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Single fiber tensile tests on 20 mm long fibers were performed to evaluate the mechanical properties.
These tests were done on an Instron 4411 universal testing machine equipped with a 5 N load cell and
pneumatic grips. Tensile tests were carried out in a displacement-controlled mode with a loading
rate of 2 mm/min (corresponding to a strain rate of 10%/min). The strain was calculated from the
displacement of the crosshead of the machine taking into account the system compliance with respect
to uncoated fibers (UCF). Following the guidelines of the ASTM D3822/D3822M standard, individual
fibers, selected randomly from the coated bundles and reference UCF, were carefully separated and
glued on paper frames. These frames were cut prior to starting the test. Some fibers broke during
mounting on the frames, which may skew the results towards higher strength values. A set of minimum
7 fibers were tested, and the average values are presented.
Fourier-transform infrared (FTIR) (PerkinElmer Inc, Waltham, MA, USA) spectra in attenuated
total reflectance (ATR) mode were collected on uncoated and surface copper coated cellulose fibers to
detect new absorption bands, if any, during chemical modification. For sample preparation, fibers
were cut to be 1 cm long and then analyzed using Perkin Elmer FT-IR Spectrometer. The spectra were
recorded after 32 scans with a resolution of 4 cm−1 within the range of 4000–700 cm−1 .
Thermo-gravimetric analysis (TGA) (Discovery TGA, TA Instruments Inc, New Castel, DE, USA)
was used to evaluate the degradation characteristics of the fibers under a controlled temperature
program. Thermo-gravimetric analyzer TGA 5500 was employed to heat from 20–500 ◦ C, at a heating
rate of 10 ◦ C/min in nitrogen as carrier gas with flow rate of 30 ml/min.
Electrical resistance measurements of bundles and single fibers were performed at room
temperature by 4-wire method using a high precision Fluke 8840A multi-meter (Fluke Corporation,
Everett, WA, USA). To ease the probing, all measured samples were adjusted to be 50 mm long. Later,
measurements were confirmed using the programmable LCR Bridge HM8118 by Hameg instruments
(Hameg Instruments, Frankfurt, Germany).
3. Results and Discussion
3.1. Microscopy
Figure 1 shows OM and SEM images of selected samples. Figure 1a of the sample plated for
15 min shows that copper was deposited only at some points at the outermost fibers of the bundle.
It could also be seen that although the coating on samples with longer immersion times (Figure 1b,c)
reproduced the shape of the fiber, the layer of copper was not uniform around the fiber contour. Thus,
inhomogeneity could be seen within the coating along an individual fiber as well as in between fibers
within the bundle. However, it was concluded that as the immersion time increased, more copper
could be successfully deposited on the fiber (see Figure S1 in the supplementary materials for images
of the whole bundles). The SEM micrographs show that for a shorter immersion time, the copper
particles form a discontinuous layer on the fibers, but due to the inhomogeneity it was not possible to
find a representative image for the 15 min or 45 min samples. This is indicated in the supplementary
materials (Figure S2). The coating, however, appeared continuous and denser for 60 min and onwards
(Figure 1d,e). On the other hand, for the higher deposition time (90 min), the change in thickness and
quality of the copper on the fibers was not noticeable, although the number of coated fibers increased.
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Figure 4B shows the thermal behavior of the fibers by TGA before and after coating at three
different immersion times. The mass loss curves showed three different stages for all fibers. The initial
stage extending up to 100 °C is attributed to the evaporation of the adsorbed water on fibers and
already shows the difference in their moisture uptake. It can be observed that the sensitivity of fibers
to moisture was reduced with the increased concentration of copper.
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Figure 4B shows the thermal behavior of the fibers by TGA before and after coating at three
different immersion times. The mass loss curves showed three different stages for all fibers. The initial
stage extending up to 100 ◦ C is attributed to the evaporation of the adsorbed water on fibers and
already shows the difference in their moisture uptake. It can be observed that the sensitivity of fibers
to moisture was reduced with the increased concentration of copper.
The second stage largely differed between fibers, corresponding to the degradation of cellulose.
The degradation of UCF occurred in a very short range of temperatures between 280 ◦ C and 360 ◦ C [15],
leading to more than 70 wt% loss. However, the degradation of all copper-coated fibers started at the
same temperature of ~180 ◦ C and spread over an extended range of temperatures, ending at 360 ◦ C
(same endpoint as UCF). This is indicated by the difference in the peak size in the derivative of the
TG curves. The peak for UCF was higher (indicating greater weight loss) and narrower (indicating
the shorter interval over which the weight loss occurs), while all other peaks for the coated fibers
were broadened and had a smaller amplitude. The weight loss intensity drop can be attributed to the
decrease in the relative amount of cellulose (an increase in the amount of copper), while the shift in the
degradation temperature might be attributed to the chemical degradation of cellulose chains during
the electroless plating process. The polymeric chains became shorter due to the effect of the chemicals
and hence was more susceptible to the subsequent thermal degradation.
The weight loss of the coated fibers showed a difference according to the immersion time, with
51 wt%, 37.5 wt%, and 17 wt% loss for 15, 45, and 90 min, respectively. As the immersion time
increased, the degradation temperature was not strongly affected, which may be an indication that
the immersion time in the copper-plating bath had no significant effect on the degradation. The final
region extending to 500 ◦ C corresponded to the ash contents (residual weight) obtained at the end of
the TGA measurement.
4. Conclusions
The possibility of coating commercially-available continuous cellulose fibers with a commercial
cyanide-free electroless copper deposition solution to achieve electrically conductive cellulose fibers
was investigated. Preliminary results showed the increase in conductivity by increasing the immersion
time in the copper-plating bath, trading-off with the loss in mechanical performance due to the
sensitivity of these fibers to the chemicals. From the results, it can be concluded that the conditions of
the copper-coating process should be optimized to minimize damage. On the other hand, longer times
in the copper-plating bath helped to achieve a more uniform coating until 60 min, which might be
considered the optimal coating time.
Supplementary Materials: The following are available online at http://www.mdpi.com/2079-6439/7/5/38/s1,
Figure S1: The top image is the full bundle, coated for 60 min, embedded in epoxy resin. The bottom images are
images forming the whole of the bundle for the 90 min spread and embedded in matrix of epoxy. Figure S2: SEM
images for the 45 min coating time. The images show that in some parts of the fiber, the coating was discontinuous,
but in other parts it was continuous, which makes it difficult to assess the quality of the coating after this plating
time. Figure S3: Micrographs of bundles showing the change in color after immersion in a copper-plating bath for
15 min (left) and 90 min (right).
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